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PART 1
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Enayetullah, H. Koch, and A.J. Appleby, "A Design Study of High Power Density
Solid Polymer Electrolyte Fuel Cells", Proceedings of the Symposium on Fuel Cells,
Annual Meeting of the American Institute of Chemical Engineers, Nov. 6 and 7, 1989,
San Francisco, CA Proceedings Volume, 89-14, The Electrochemical Society,
Pennington, NJ (1989).
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S. Srinivasan, M.A. Enayetullah, S. Somasundaram, D. H. Swan, H. Koch, D.J.
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Polymer Electrolyte Fuel Cell Technology With Low Platinum Loading Electrode,"
IECEC Proceedings, 24, 1623 (1989).
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(i)

Technology With Low Platinum Loading Electrode,” 24th Intersociety Energy
Conversion Engineering Conference, August 6-11, 1989.

(ii) S. Srinivasan, M. A. Enayetullah, S. Somasundaram, D. H. Swan, D. J. Manko,
H. Koch, and A. J. Appleby, "International Fuel Cell Workshop on Fuel Cell
Technology Research and Development, Tokyo, Japan, September 16, 1989.

(iii) S. Srinivasan, M. A. Enayetullah and A. J. Appleby, "Global Perspectives of
Fuel Cell Technology and Their Applications," S. Srinivasan, 40th International
Society of Electrochemistry Meeting, Kyoto, Japan, September 17-22, 1989.

(iv) S. Srinivasan, S. Somasundaram, D. H. Swan, H. Koch, D. J. Manko, H.
Koch, and A.J. Appleby, "A Design Study of High Power Density Solid Polymer
Electrolyte Fuel Cells", Proceedings of the Symposium on Fuel Cells, Annual
Meeting of the American Institute of Chemical Engineers, Nov. 6 and 7, 1989, San
Francisco, CA Proceedings Volume, 89-14, The Electrochemical Society,
Pennington, NJ (1989).

Contributed Presentations at Topic 1 or Scientific/Technical Society Conferences:

"Electrode Kinetics of Oxygen Reduction at the Platinum/Solid Polymer Electrolyte
Interface: Studies Using Microelectrodes and Supported Electrocatalysts: A,
Parthasarathy, C. R. Martin, M. A. Enayetullah, S. Srinivasan and A. J. Appleby.
Paper presented at the American Chemical Society Meeting in Boston, MA, April
1990.

M. A. Enayetullah, D. J. Manko, H. Koch, 1. Kakwan, D. Swan, §, Srinivasan, and
A. J. Appleby, "Development of Electrodes for High Energy Efficiency and High
Power Density Solid Polymer Electrolyte Fuel Cells and Their Performance
Evalug,;ign," 177th Meeting of the Electrochemical Society, Montreal, Canada, May 6-
11, 1990.
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PART I

a.

®

(ii)

Principal Investigators: Dr. A. John Appleby (PI), Drs. S. Srinivasan,
C.R. Martin and R. E. White (CoPIs)
Telephone (409) 845-8281

Cognizant ONR Scientific Officer: Dr. Robert Nowak
Current telephone number: (202) 696-4409
Brief description of the Project:

The aim of the project was to attain high power densities in solid polymer electric fuel
cells (single cells) with the goals of developing an electrochemical cell stack with a
power density of 7kW/kg. In order to achieve this goal, the objectives of the research
were:

Investigation of the physiochemical properties of various solid polymer electrolytes
and of electrode kinetics at Pt/solid polymer electrolyte interfaces to attain maximum
fuel cell performance;

Optimization of low and high Pt loading gas diffusion electrode structures, membrane
thickness, and of electrode-membrane bonding to obtain the most effective catalyst-
membrane interface;

(iii) Mathematical modeling of electrochemical, mass transfer and heat transfer

®

(id)

characteristics during cell operation to optimize methods and operating conditions to
attain the stated power density.

The work carried out during the two-year period (June 1988 to May 31, 1990)
consisted of, of three tasks:

Identifying the most suitable solid polymer electrolyte and optimizing the membrane
thickness so as to minimize cell resistance and hence maximize power density,

Optimizing solid polymer-catalyst bonding to obtain the most effective catalyst-
electrolyte interface and hence maximizing catalyst utilization, and

(iii) Marhematical modeling of heat and mass transfer so as to optimize methods and

operating conditions to attain the goal of 7kW/kg for the power density of the
electrochemical cell stack.




Significant Results During Last Year:

Attainment of high power densities has been demonstrated in single cells (5 cm?2)
with low (0.40 mg/cm?2) platinum loading electrodes. These electrodes (Prototech,
20%Pt/C) were modified by (a) impregnation of proton conductor, Nafion into the
electrode and (b) localization of a thin layer of Pt (0.05 mg/cm?2) on the active surface
of the electrode. Chemical and electrochemical deposition have been found to be
viable alternate methods to sputtering for platinum localization. The role of type as
well as of thickness of the polymer membrane on fuel cell performance has been
established; the thinner the membrane, the better is the performance. The best
performance was obtained in single cells with Pt sputtered Prototech electrodes and
Dow polymer membrane (thickness: 125 pm)for the electrolyte layer, i.e., 1.4
W/cm? (2 amps at 0.6 volts). In a cell with a high platinum loading (10 mg/cm2) from
Electrochem, Inc., and with the Dow membrane, the cell potential was 0.7 V at
2A/cm?2. Further, this cell showed a high energy efficiency at low current densities
(0.92 V at 200 mA/cm2). The peak power density was approximately 2 W/cm? in this
cell. A preliminary thermal and mass analysis indicates that cell cooling can be

accomplished by high pressure recirculation of reactant gases with external water
condensing and gas cooling.

Brief Summary of Plans for Next Year's Work:

This project terminated on May 31, 1990. The Final Report will be provided prior to
June 30, 1990.

List of Names of Graduate Students and Postdoctoral(s)
Currently Working on the Project:

1) Mr. Arvind Parthasarathy (Ph.D. Graduate student in Chemistry)

2) Mr. Herman Koch (Exchange Student from Ruhr - Universitit Bochum,
Master's Degree in Mechanical Engineering

3) Dr. Mohammad A. Enayetullah (Postdoctoral Research Associate)

4) Dr. David H. Swan (Research Scientist )

Technical Reports Submitted to ONR During the Past Year:

Three (3) Quarterly Reports submitted to DARPA/ONR
One(1) End of Year Report
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PART i1

a. An introductory " viewgraph": (See viewgraph 1)

b. A figure: Potential and Power Density vs. Current Density in High Performance
Single Cells (See viewgraph 2). The figure represents the best results obtained to
date.

c. A concluding "viewgraph": (See viewgraph 3)

d. A paragraph of explanatory text:

A Lightweight Solid Polymer Electrolyte Fuel Cell With Stack Power Density at 7kW/kg.

End of Year Report 1990

The mass transport parameters diffusion coefficient and solubility of oxygen in the
solid polymer electrolyte (Nafion) were obtained using a potentiostatic transient technique
at a microelectrode. Electrode kinetic parameters such as the Tafel slope and the exchange
current density were obtained by analyzing the activation controlled region of the slow-
sweep data (inverses E) for the electrochemical reduction of oxygen at the Pt micro-
electrode/Nafion interface. The conditions under which the experiments were carried out
emulate those in the solid polymer electrolyte fuel cell. With the methodology established
for Nafion, similar investigations are underway for the Dow polymers. The role of
ambient humidity, pressured temperate on the electrodes kinetics are also in progress.

A vacuum technique is being explored to substitute for the current brushing
technique used to impregnate Nafion solution into the electrode prior to hot-pressing. High
power densities (1-2 to 1.4 W/cm2) have been obtained in single cells with low and high
platinum loading electrodes. The conditions for hot-pressing of the electrodes to the
membrane were varied to determine the optimal time, pressure. The catalyst utilization was
checked by measuring the electrochemically active area using cyclic voltammetry.




The performance goal of 7 kW per kg of fuel cell stack weight provides
extraordinary electrcchemical and engineering goals. The present estimated based on
extrapolation of experimental data is that a high performance electrode-membrane
assembly, provided with adequate fuel and ideal thermal and water conditions, will be
capable of achieving a specific cell power of 4W/cm?2. Thus, the goal of 7kW/kg requires a
specific cell weight of 0.6 g/cm2. The components of a fuel cell stack are the membrane-
electrode assembly (ME), and the bipolar plate. The present estimate for the specific
weight of a high performance ME is 0.10 g/cm2. This estimate is based on a 75 um thick
membrane and a platinum loading of 10 mg/cm? in the electrode. The bipolar plate
assembly is a lightweight design (0.5 g/cm?2) that uses impingement cooling and re-
circulated oxygen for thermal and water management. A promising material for the bipolar
plate is titanium with a gold coating.
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